Section Il
Soil and Site Information

Construction Materials Table 1
Meade County, South Dakota,
Southern Part

(The information in this table indicates the dominant soil condition but does not eliminate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest layer above
and excluding the bottom layer. The numbers in the value columns range from 0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom layer or thickest layer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)

[ ]
Map symbol Pct.| Potent!al source of | Potential source of
and soll name | of | gravel | sand

map |

unit| |

I
| Rating class [Value] Rating class [Value
I I I I

AlA: | | |
Altvan—————————————— | 90 Poor | |Good |
Thlckest Iayer 0.00 | Thickest layer |0.00
Bottom Iayer 0.00 f/
I
AlB: | | |
Altvan—————-————————— | 90 Poor |  |Good |
Thlckest Iayer 0.00 | Thickest layer |0.00
Bottom Iayer 0.00 |
I
AnB: | |
Arvada—————————————— | 90 |Poor | Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
ArB: | ]
Arvada———-——————————— | 55 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Slickspots, Dry————— | 30 |Not rated | |Not rated |
AsB:
Assinniboine———————- | 85 Poor | |Fair |
Bottom Iayer 0.00 | Thickest layer ]0.06
Thickest Ia er 0.00 | Bottom layer ]0.08
I
Ba: | | | )
Bankard————————————- | 85 Poor | |Fair |
Bottom Iayer 0.00 | Thickest layer |0.06
Thickest Ia er 0.00 | Bottom layer ]0.10
I
BID: | |
Blackpipe——————————- | 80 Poor | [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BsD: | |
Blackpipe——————————- | 50 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Shingle————————————- 30 Poor | [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
CaE: | |
Cabbart-————————————- 85 |Poor | |Poor
Bottom layer  |0.00 | Bottom layer |0.00
Thickest Iaf/er 0.00 | Thickest layer |0.00
I I
CbD: | |
Canyon—————————————-— | 50 |Poor | |Poor |
Bottom layer 00 Bottom layer  |0.00
Thickest layer ]0.00 | Thickest layer ]0.00
Bridget————————————- | 30 |Poor | |Fair |
Bottom Iayer 0.00 | Thickest layer [0.00
Thickest Iaf/er 0.00 | Bottom layer ]0.05
I
CdE: | |
Canyon—————————————-— | 50 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iaf/er 0.00 Thi?kest layer [0.00
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(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottomlayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
But che—————————————- 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
QE:
Ctadel ~———————— 70 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
DaD:
Del ri dge——————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
EaD:
Enni ng———————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Manvel —————————————- 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
EbE:
Enni ng————————- 65 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock Qutcrop, Soft--| 25 | Not rated Not rated
Ga:
d enberg—————- 90 | Poor Fair
Bottom | ayer 0. 00 Bottom | ayer 0. 07
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 07
(€D
Gummt ————————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
C&CE:
Gumm t ————————————— 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock Qutcrop, Acid-—-| 30 |Not rated Not rated
HbB:
Hisle 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Slickspots, Dry———- 30 | Not rated Not rated
Ho:
Hoven 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
KaA:
Keith 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
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for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
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Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
KaB:
Kei th 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
KbA:
Kyl e 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
KbB:
Kyl e 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
KcB:
Kyl e 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LaD:
Lakoa 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Mai t | and——————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LbE:
Li smas————————————- 80 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LcD:
Li smas————————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Wnl er ——————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Le:
Lohm || er —————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lh:
d enberg—————- 40 | Poor Fair
Bottom | ayer 0. 00 Bottom | ayer 0. 07
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 07
Lohm || er —————————— 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Ma:
Macken-————————————— 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0.00 Thi ckest [ ayer 0.00
MoB:
manvel —————————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0.00 Thi ckest [ ayer 0.00
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Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
MeB:
Mar shbr ook—————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Cor dest on——————————- 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
MiD:
M dway ———-—————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bl ackpi pe——————————— 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NaD:
Nevee 60 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Spear fi sh-—————————— 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NbE:
N hill —————————————— 75 |Fair Poor
Thi ckest | ayer 0. 05 Bottom | ayer 0. 00
Bottom | ayer 0. 47 Thi ckest | ayer 0. 00
NCcA:
Nunn 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NcB:
Nunn 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NcC:
Nunn 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
CaA:
Oita 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PaE:
Paunsaugunt ————————- 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock CQutcrop, Sandy-| 30 | Not rated Not rated
PbB:
Pierre-——————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
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(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottomlayer or thickest |ayer of the soil is
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Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
PbC:
Pierre————————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SaE:
Sansi | —————————————- 75 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SbD:
Sansi | —————————————~ 45 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Pierre—————————————- 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ScE:
Sansi | —————————————- 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock Qutcrop, Soft-—-| 30 | Not rated Not rated
SdA:
Sat anta————————- 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SdB:
Sat ant a——————————- 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SdC:
Sat anta—————————- 80 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SeA:
Sat anta————————- 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Beckt on————————————— 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ShA:
Savo 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SkB:
Bl ackpi pe—————————— 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Savo 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
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Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Sl E:
Spearfi sh-—————————— 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00

Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock CQutcrop,

Sandst one—————————- 20 [ Not rated Not rated
So:
St. Onge——————————— 80 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
St:
Stetter——————- 80 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SwB:
Swanboy————————————— 80 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SyB:
Swanboy ————————————— 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Slickspots, Dry———- 35 | Not rated Not rated
TaA:
Tilford———————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
TaB:
Tilford———————————- 80 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
VaE:
Vanocker ———————————— 40 |Fair Poor
Thi ckest | ayer 0.24 Bottom | ayer 0. 00
Bottom | ayer 0. 27 Thi ckest | ayer 0. 00
Citadel ~———————————- 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00

Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00

Acres) ~———————————- 100 | Not rated Not rated
V&
Wnetti-——————————— 80 [Fair Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 09
Bottom | ayer 0.43 Bottom | ayer 0.10
WC
Wnl er —————————————- 80 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00

Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
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(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottomlayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
W B:
Wnl er —————————————- 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Swanboy -————-————-————— 35 | Poor Poor

Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00

40 Acres) ————————- 100 | Not rated Not rated
ZaD:
Zi gwei d————————————- 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0.00 Thi ckest | ayer 0.00
N hill-———————————— 25 [Fair Poor
Thi ckest | ayer 0. 05 Bottom | ayer 0. 00

Bottom | ayer 0. 47 Thi ckest | ayer 0. 00







